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Table 1:Table 1: Summary comparison of Summary comparison of SiGeSiGe, , SiSi BJT BJT 
and IIIand III--V technologies V technologies 



Background: basic parameterBackground: basic parameter
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TradeTrade--off in classical BJT designoff in classical BJT design
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we find ourselves in the we find ourselves in the 
frustrating situation where: frustrating situation where: 
We increase base doping We increase base doping 
to improve the noise factor to improve the noise factor 
but this degrades the gain. but this degrades the gain. 
We narrow the base to We narrow the base to 
improve the improve the fTfT and this and this 
degrades the noise factor degrades the noise factor 
and the and the fMAXfMAX. . 
We increase collector We increase collector 
doping to improve the doping to improve the fTfT
and we reduce the Early and we reduce the Early 
voltage and, if we go far voltage and, if we go far 
enough, degrade enough, degrade fMAXfMAX. . 
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Effect of Effect of GeGe Doping in Base Doping in Base ReginRegin

The energy The energy bandgapbandgap (EG) between (EG) between 
conduction and valence bands in silicon is conduction and valence bands in silicon is 
1.1eV. Now that of germanium is 0.7eV. 1.1eV. Now that of germanium is 0.7eV. 
Quite simply, the addition of germanium Quite simply, the addition of germanium 
reduces the band gap reduces the band gap 



Effect of Effect of GeGe Doping in Base Doping in Base ReginRegin
Up to concentrations of about 30%, the reduction in band gap is given by the relation 
known as Vegard's law :

where [x] is the germanium concentration. 

So with say 10% Germanium (not far off typical) , we arrive at the bandgap reduction 
of ~0.07eV which seems hardly anything until we consider the relationship which relates
collector current to bandgap :

Compare the equations for with and without Ge and we get :

Plugging in the numbers, we find a 10% addition of Ge multiplies the collector current by
30. However the base current has not changed because it is not affected by this 
phenomenon so the gain leaps by factor of 30. This is the principal effect of the 
germanium but not the only one.



Effect of Effect of GeGe Doping in Base Doping in Base ReginRegin

By grading the concentration of germanium in the base By grading the concentration of germanium in the base (Figure 8)(Figure 8), , 
increasing it from emitter toward collector, we increase the   aincreasing it from emitter toward collector, we increase the   at the t the 
collector end. This has two nice effects:collector end. This has two nice effects:

Of creating a pseudo field which accelerates the electrons acrosOf creating a pseudo field which accelerates the electrons across s 
the base and therefore increasing the base and therefore increasing fTfT and and fMAXfMAX
Of reducing the effect of collector bias on base narrowing; clasOf reducing the effect of collector bias on base narrowing; classical sical 
BJT'sBJT's of of fT'sfT's in the 25GHz often have Early voltages around 20 in the 25GHz often have Early voltages around 20 
whereas whereas SiGeSiGe HBT'sHBT's with higher with higher fT'sfT's reach values well over 60. reach values well over 60. 



ConclusionConclusion

From the physical perspective, we explain From the physical perspective, we explain 
the effect of Germanium doping in BJT the effect of Germanium doping in BJT 
and how this effect enhances the and how this effect enhances the 
performance in wireless communications.performance in wireless communications.

In short, the addition of Germanium In short, the addition of Germanium 
permits a very large improvement in the permits a very large improvement in the 
gain without degrading other parameters.gain without degrading other parameters.


